
 

 

 

                                       

 

 

 

 

Avian Black S Coating Outgassing Results  

from NASA-Goddard SFC 

 

 
Avian Black S without primer 
 

%TML %CVCM 
 
%WVR 

 
RT Cure 
 

6.05 0.07 
 
2.91 

 
60C/24H 
 

4.99 0.07 
 
2.73 

 
90C/24H 
 

4.25 0.07 
 
2.73 

 


